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Toyota 시험목록 

 

Toyota 시험목록입니다. 

01208-00415 : IST, Spec. for Heel Pad 

TM 3437 00 : Polyurethane Shaumkunstleder with fabric insert 

TM 604800 : Polyurethane foam for molded parts   

TM 949100 : Composite molded for form heaven, support of PUR foam Compression Molded 
Composite Material for Formed Headliners, substrates made of Polyurethane Foam   

TSB5501G : Water Rubber Hoses 

TSE7151G : Standard Parts of Rubber Hoses for Low Pressure Fuel Line 

TSE7154G : Standard Parts for Fuel Vapor Hoses   

TSE7159G : Test Method for Material Properties of Rubber Hoses of Fuel Line System 

TSF7350G : Test Method for Material Properties of Plastic Instrument Panel Assemblies 

TSF7762G : Test Method Regarding Material Properties for Roof Headlinings 

TSG7101G : Copper and Copper-Alloy Rod, Bars and Wires 

TSH1508G : Test Method for Volatile Solvent Resistance of Paint Film 

TSH1518G : Test Method for Color Measurement of Paint Movie 

TSH1519G : Test Method for Gloss of Paint Movie 

TSH1520G : Test Method for Light Transmittance of Paint Movie   

TSH1564G : Fogging Test Method for Interior Parts Paint 

TSH1582G : Carbon Arc Lamp Type Test Methods for Accelerated Weathering Resistance of Paint 
Movie 

TSH1585G : Xenon -arc Lamp Type Test Methods for Accelerated Weathering Resistance of Paint 
Movie 

TSH3130G : Quality Paint for interior parts 

TSH3130G : Paint Quality for Interior Parts 

TSH3131G : The Quality of the Coating exterior parts 

TSH3711G : Coated Polypropylene Bumpers 

TSK5705G : Pressure Sensitive Adhesive Double Coated Tape for Exterior Parts 

TSL0601G : Criteria for Testing for Quality of Color Change by Aging 

TSL3505G : Silencer pad material 

TSL3604G : Floor Mat Materials for Luggage Compartment 

TSL3616G : Polyurethane Mats for Molded Headlining 

TSL5100G : General Test Methods for Vinyl Leathers 

TSL5500G : Plasticized Polyvinyl Chlorid Sheets for Interior 

TSM0500G : Method testing of fire interior metallic materials 

TSM0500G : Flammability Test Method for Interior Non-Metallic Materials 

TSM0501G : Standard Test Methods for Plastic Molding Materials   

TSM0502G : General Test Method Regarding Material Properties for Plastic Parts 

TSM0503G : Fogging test method for Non-Metallic Materials 
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TSM0505G : Test method for smell of Non-Metallic Materials 

TSM0505G-1 : Criteria for Smell of Non-Metallic Materials 

TSM0506G : Standard test methods for Plastic Molding material for compliance with ISO 

TSM0509G : Test Method for Measuring Volatile Substances under Heat Desorption Method 

TSM1651G : Material Properties of Fuel Vapor Hoses   

TSM5514G : Polypropylene Resin Molding Materials   

TSM5514G : Polypropylene Resin Molding Materials 

TSM5608G : Super Olefin Polymer Molding Materials (TSOP) 

TSM5708G : Elastomer-modified Polypropylene resin as a Molding material for bumpers 

TSM5708G : Elastomet Modified Polypropylene Resin Molding Materials for Bumpers   

TSM5725G : Polypropylene FOAM resin Molding Materials for the shock energy absorbing   

TSM5746G : ThermoPlastic Elastomer Materials of Moldings for Exterior Use 

TSM7102G : Flush Mount Molding Materials 

TSR7102G : Test Methods for Functional Glasses 

TSR7506G : Glass with Lead-Free Black Ceramic Coating   

TSZ0001G : Control Method for Substances of Environmental Concern   

TSZ6001G : Marks of Genuine Parts 

TSZ6005G : Indication Method of Material Marking for Plastic Parts and Rubber Parts 

 

*출처 : www.anycerti.com 
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